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Company Name SHENZHEN BAO LI INTENATION CO.,LTD

shown on Report

- R IRYITH 5 22 X e 2 4730 08 )1 [X 20080 4R B 1 0 557 2 b Bel 64%:502

Address ROOM 502, BUILDING 6, JIADA INDUSTRIAL PARK, WEST SIDE OF HONGHU
EAST ROAD, YANCHUAN COMMUNITY, YANLUO STREET, BAO'AN DISTRICT,
SHENZHEN

PATF R R i SR {5 B B R R IR A
The following sample(s) and sample information was/were submitted and identified by/on the behalf of the

applicant

B 2R KUy HE I

Sample Name Double group sealant

PR AL BN160/BN170/BN180/BN120/BN150/BN160-1A/BN6100/BN6200/BN6300

Part No. BN160/BN170/BN180/BN120/BN150/BN160-1A/BN6100/BN6200/BN6300

S B0 ) 2022.02.23

Sample Received Date Feb. 23, 2022

FE A H #A 2022.02.23-2022.03.01

Testing Period Feb. 23, 2022 to Mar. 1, 2022

R E R WRAER BRI S Y (Ph), R (Cd), R He), 7S (Cr(VD), £
IREEOK (PBBs), IR — KMk (PBDEs), <% —F#&MS (DBP, BBP, DEHP, DIBP) AT
IR . . . Inspection & T

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg), Hexavalent

Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).

TR HE AW 45 SR HZ T
Test Method/Test Result(s) Please refer to the following page(s).
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Reviewed by

H

Date 2022.03.03

No. R393389893
TR BRI 2 22 BT 22 T8 DR A X A A T Kk
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B YE Test Method
o N MR A 22
R R ket
Test |tem(5) Test Method Equipment(s)
el IEC 62321-5:2013 ICP-OES
Lead (Pb)
i IEC 62321-5:2013 ICP-OES
Cadmium (Cd)
K IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury (Hg)
VAVIR::S TEC 62321-7-2:201741/8LIEC 62321-5:2013W1K |  UV-Vis/ICP-OES
Hexavalent Chromium (Cr(V1)) MRS

IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

ZIRIBR IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls (PBBs)
2R KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
LB — IR I IEC 62321-8:2017 GC-MS

Phthalates (DBP, BBP, DEHP, DIBP)
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HMLER Test Result(s)

WRTE Tested Item(s) Z3 Result Tk R MDL
% Lead (Pb) N.D. 2 mg/kg

#% Cadmium (Cd) N.D. 2 mg/kg

7k Mercury (Hg) N.D. 2 mg/kg
NS Hexavalent Chromium (Cr(V1)) N.D. 8 mg/kg
MRILE Tested Item(s) Z53 Result TERH R MDL
ZIRBZ Polybrominated Biphenyls (PBBs)

—JREEZ Monobromobiphenyl N.D. 5 mg/kg
TRERZE Dibromobiphenyl N.D. 5 mg/kg
ZREEE Tribromobiphenyl N.D. 5 mg/kg
VURELZE Tetrabromobiphenyl N.D. 5 mg/kg
TIRECR Pentabromobiphenyl N.D. 5 mg/kg
7NIRIEZE Hexabromobiphenyl N.D. 5 mg/kg
LIRECZE Heptabromobiphenyl N.D. 5 mg/kg
JURIKZE Octabromobiphenyl N.D. 5 mg/kg
JLIRELZR Nonabromobiphenyl N.D. 5 mg/kg
+REK Decabromobiphenyl N.D. 5 mg/kg
WRIE Tested Item(s) 43 Result Tk R MDL
Z R _F®t Polybrominated Diphenyl Ethers (PBDES)

—JR % Monobromodiphenyl ether N.D. 5 mg/kg

TR KWk Dibromodiphenyl ether N.D. 5 mg/kg

—JR M Tribromodiphenyl ether N.D. 5 mg/kg

PR —Zf# Tetrabromodiphenyl ether N.D. 5 mg/kg

TR —ZKE# Pentabromodiphenyl ether N.D. 5 mg/kg

7NIR KT Hexabromodiphenyl ether N.D. 5 mg/kg

IR KM Heptabromodiphenyl ether N.D. 5 mg/kg

JUIR KT Octabromodiphenyl ether N.D. 5 mg/kg

JUR 2K Nonabromodiphenyl ether N.D. 5 mg/kg
+JR — M Decabromodiphenyl ether N.D. 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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HMLER Test Result(s)

WRITE Tested Item(s) 58 Result FER R MDL

4L —FEREE Phthalates (DBP, BBP, DEHP, DIBP)

R —HR Tl Dibutyl phthalate N.D. 50 mg/kg
(DBP)
CAS#:84-74-2

AROR " HER T IR AERE Butyl benzyl N.D. 50 mg/kg
phthalate (BBP)
CAS#:85-68-7

ARIK T HER — (2-2.3) g N.D. 50 mg/kg
Di-(2-ethylhexyl) phthalate (DEHP)
CAS#:117-81-7

A2k —HR 5 T Fe Diisobutyl N.D. 50 mg/kg
phthalate (DIBP)
CAS#:84-69-5

R i/ RO HE IR TR, KK (55 A
Sample/Part Description Mixed test, beige and gray liquid

&V REEFER, MHERETRENR, WRAERARES WP EA—F B R &
=8
-N.D. = Rig i (hNFI7iER T R)
-mg/kg = ppm = HJisrZ—
“H PR EZERRY: B ARZ S, SA ARG .
Remark:  As specified by client, the test was conducted by mixing several samples together. The result(s)
shown on this report may be different from the content of any homogeneous material.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million
-Information Statement: Different Part No. with different buyer.
PR ARG T ERER GRS A2220061663101009E) At FEH T “REMmBI S, ARG BB ER
# A2220061663101009E, HARERKZ HiE, JFEiRd A2220061663101009E X .
Note: This testing report revised “A2220061663101009E” based on the original report of

No. A2220061663101009E. This testing report displaces the original one which was invalid since
the date of this testing report released.

,,,,, o =
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REPAAE Test Process
1. #(Pb), HW(Cd), #(Cr)
Lead (Pb), Cadmium (Cd), Chromium (Cr)
BB Al T 28 5 P BN Ak 77 34 R
Weigl le and place it - - o
FA AR A el
)y i b ] B ks
s . Dry Ashing/ .
ICP-OES LR
H 5387 RETAGES Alkali Fusion/ Residue it e
) (: Make up with Acid Dissolution (::
Analyzed by deionized water Filtration
ICP-OES cromzed water o
HW
Solution
2. 7 (Hg)
Mercury (Hg)
R ECRE A T P AR B A A ) 2 S AP o 9 R
Weigh sample and place itin a ::> Add dieestion reacent ::> Digest sample in microwave
microwave digestion vessel £ £ digestion oven
FAR &/ R A
JriAb B — it
H ICI;—OES 2B TR S A]zcali Fusl.iou-" Residue .
AT . Acid Dissolution T3k
Mak ith (‘:|
Analyzed by — .a leup Wi . <:: Filtration
ICP-OES deionized water .
|'ﬁl‘|’i§
Solution
3. e (Cr (VD))
Hexavalent Chromium (Cr(V1))
FRERE T2 BN e »
Weigh sample and place it — n '}Ik i ﬁ;‘g B — TH R B
in a vessel Add digestion reagent Digest the sample

1
A, it

A5 pH E

«“——  Adjust the pH value {——

AN

; F—— —

Add test solution of the solution Cool and filter
VB pH {E HEBTIKER i UV-Vis 407
Adjust the pH value j > Make up with .

of the solution deionized water Analyzed by UV-Vis
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4. ZIRBEIE (PBBs), HIR_Z Mk (PBDEs)
Polybrominated Biphenyls (PBBs), Polybrominated Diphenyl Ethers (PBDESs)

REFEMRTES D FA BLIE 7 3R YRR RE B
Weigh sample and place — Extracted with Concentrate the extract
it in a thimble organic solvent
Make up wat Transfer the extract into a
— ke up with fer tl i
Analyzed by GC-MS . .
organic solvent volumetric flask

5. 4R — TR (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

HEFRTEEF FIA HLIE AR WA AR
Weigh le and pl —" Extracted with
F1ET sampTe ane prace Hraced W Concentrate the extract
it in a thimble organic solvent
vin AANERER HREREUFREFERA
] GC-MS 4 #i7 i T F 7 LT 2 e
— Make up with Transfer the extract into a
Analyzed by GC-MS . .
organic solvent volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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B B A

Photo(s) of the sample(s)
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7 B Statement::
Lo MR A O N2 T < P A U
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. WHHAKA T GFREIIE . R SR RS B AL, i RO LT R, CTIR B

The Company Name shown on Report and Address, the sample(s) and sample information was/were provided

by the applicant who should be responsible for the authenticity which CTI hasn’t verified;
3. AR R G5 RO 52 MHE i 51515

The result(s) shown in this report refer(s) only to the sample(s) tested;
4. RECTIBMHFRE, M EHIARE;
Without written approval of CT1I, this report can’t be reproduced except in full;
5. WIS TSN R S CN R A ER, Bl O,
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.

***Tl?i% é:él: EE***
*** End of report ***
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